
HAL Id: hal-01219725
https://polytechnique.hal.science/hal-01219725

Submitted on 23 Jan 2023

HAL is a multi-disciplinary open access
archive for the deposit and dissemination of sci-
entific research documents, whether they are pub-
lished or not. The documents may come from
teaching and research institutions in France or
abroad, or from public or private research centers.

L’archive ouverte pluridisciplinaire HAL, est
destinée au dépôt et à la diffusion de documents
scientifiques de niveau recherche, publiés ou non,
émanant des établissements d’enseignement et de
recherche français ou étrangers, des laboratoires
publics ou privés.

Distributed under a Creative Commons Attribution - NonCommercial 4.0 International License

Molecular Origin of the Influence of the Temperature on
the Loss Factor of a Solid Propellant

Aurélie Azoug, Robert Nevière, Andrei Constantinescu

To cite this version:
Aurélie Azoug, Robert Nevière, Andrei Constantinescu. Molecular Origin of the Influence of the
Temperature on the Loss Factor of a Solid Propellant. Propellants, Explosives, Pyrotechnics, 2015,
40 (4), �10.1002/prep.201400060�. �hal-01219725�

https://polytechnique.hal.science/hal-01219725
http://creativecommons.org/licenses/by-nc/4.0/
http://creativecommons.org/licenses/by-nc/4.0/
https://hal.archives-ouvertes.fr


Molecular Origin of the Influence of the Temperature on
the Loss Factor of a Solid Propellant

Aur¦lie Azoug,*[a] Robert NeviÀre,[b] and Andrei Constantinescu[a]

1 Introduction

Solid propellants are highly-filled elastomers used for pro-

pulsion of rockets and launchers. These materials exhibit

a complex heterogeneous microstructure where the various

components interact with each other. Highly-filled elasto-

mers have a filler volume fraction of up to 80%. As dewet-

ting is the main damage mechanism in solid propellants,

filler-binder bonding agents (FBBA) are added to the com-

position to promote the adhesion of binder polymer chains

to the surfaces of the fillers.

A high quantity of plasticizers is introduced into the

premix during manufacture. These molecules aim at facili-

tating the process, particularly the incorporation of fillers,

and at providing targeted mechanical properties of the

final product. Moreover, the hydroxyl-terminated polybuta-

diene (HTPB) polymer network of solid propellants is inten-

tionally under cross-linked. Consequently, part of the poly-

mer remains unlinked to the network. These free polymer

chains are hereafter named sol polymer. We define the sol

fraction as the microstructural phase that can be extracted

by swelling, meaning this part of the binder is not linked to

the network and does not contribute to the elastic re-

sponse. The sol fraction in solid propellants is mainly con-

stituted of plasticizer molecules and sol polymer chains.

The determination of structure-property relationships is

made difficult by this complex microstructure. The viscoe-

lastic behavior can be characterized by the complex modu-

lus and the loss factor. We performed in previous publica-

tions a comprehensive study of the viscoelasticity of HTPB-

based solid propellants at room temperature [1–5]. The

presented study focuses on the influence of temperature

on the viscoelasticity. Since the analysis of the complex

modulus according to temperature does not provide more

insight into the molecular mechanisms than the study al-

ready performed at room temperature [6] , this paper will

focus on the evolution of the loss factor with temperature.

The loss factor measured by Dynamic Mechanical Analy-

sis (DMA) experiments corresponds to the damping ability

of the material, i.e. its ability to dissipate energy. This factor

strongly depends on the applied sinusoidal strain and on

the temperature. In HTPB-based composite propellants, the

loss factor evolution according to temperature presents

two peaks [7] , one situated between ¢90 8C and ¢50 8C

and the other one at higher temperatures. The peak at

lower temperatures is commonly associated with the glass
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transition of the material [8], whereas the molecular origin

of the second peak observed on the loss factor curve ac-

cording to temperature is still an open question.

The following explanation has been suggested for the

molecular mechanism leading to a second peak on the loss

factor curve in solid propellants and more generally in filled

elastomers. We refer to this explanation as Premise 1.

Premise 1: Two domains are physically separated in poly-

urethanes materials, i.e. rigid and soft phases correspond-

ing to rigid segment agglomerates and soft segments.

These materials present a two-peak loss factor, each peak

corresponding to the glass transition of one domain [9–11].

This observation has been adapted to the case of filled

elastomers and solid propellants by suggesting that a rigid

layer of polymer at the binder-filler interphase constitute

the hard phase (Scheme 1 Premise 1) [12, 13] . The hard

phase exhibits a rubber-glass transition at a higher temper-

ature than the one of the rest of the binder [14–16]. Adopt-

ing this premise, the second peak originates from the glass

transition of the hard phase.

A second explanation derives from physico-chemical

studies of guest polymer chains into polymer networks.

This premise has been proposed for unfilled and filled sys-

tems but has never been discussed in the case of solid pro-

pellants.

Premise 2: In the case of guest free polymer chains in

a polybutadiene network, it has been proposed that the

second peak of the loss factor corresponds to the flow of

the free molecules (Scheme 1 Premise 2) [17,18] . The free

chains move inside the network with a reptation mecha-

nism [19], described by the molecular dynamic tube model

[20, 21].

An identical behavior has been observed for other net-

works containing free polymer chains in unfilled [22,23]

and filled materials [24]. In addition, NeviÀre and Guyader

[25] measured the loss factor of a cross-linked HTPB binder

before and after extraction of the sol fraction. Because the

loss factor second peak disappears after extraction, they

link the phenomenon to the presence of the sol fraction

rather than to a hard phase transition. However, they did

not establish a precise mechanism. A similar study [26] at-

tributed the decrease of the second peak area with aging

to a decrease in molecular mobility.

This study aims at identifying, which molecular mecha-

nism applies to solid propellants. Moreover, the influence

of deformation on the determined molecular mechanism is

analyzed.

2 Experimental Section

2.1 Materials

A comprehensive description of the optimal Design of Ex-

periments (DoE) and the obtained materials has been pro-

vided in previous publications [1,2]. The main elements of

the composition are given in the following. The DoE factors

are the formulation ingredients most influential on the me-

chanical behavior. Four factors are chosen:

(i) the filler fraction: between 86 and 90 wt-%,

(ii) the NCO/OH ratio: between 0.8 and 1.1,

(iii) the plasticizer content: between 10 and 30% mass of

the binder,

(iv) the binder-filler bonding agents (FBBA): absent or

present (categorical).

The fillers are ammonium perchlorate and aluminum par-

ticles. The exact synthesis of the FBBA molecules is not

communicated due to confidentiality restrictions. Their

mechanism is described in [1]. Briefly, the FBBA is a combi-

nation of two molecules, denoted X and Y hereafter.

Molecule X reacts with the curing agent and the filler

surface and is introduced in each material, independently

of the FBBA factor level. Hence, the influence of molecule X

on the polymer network is the same for all the materials.

Molecule Y contains aziridine groups that envelop the filler

in a dense strengthening layer. Efficient adhesion is created

when both molecules X and Y are introduced.

The chemical interactions between the compounds are

complex and the exact mechanisms leading to proper filler-

binder adhesion are difficult to quantify. Therefore, this

factor is chosen to be categorical and presents two levels:

absence (¢) or presence (x) of molecule Y.

The binder is based on hydroxy-terminated polybuta-

diene (HTPB) prepolymer cured with a methylene bis(4-cy-

clohexylisocyanate) (HMDI). The prepolymer has a mean

molar mass of 2900 gmol¢1 and a mean functionality of

2.3. The ratio of the quantity of curing agents (NCO) with

respect to the quantity of hydroxyl functions (OH) is the

NCO/OH ratio [27]. This value measures the relative

Scheme 1. Microstructure of the solid propellant according to

each premise.
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amount of curing agents available to form a polymer net-

work. At values lower than 1, a part of the prepolymer is

not linked to the global network and is therefore extracta-

ble. As a consequence, it constitutes a part of the sol frac-

tion and is named sol polymer.

The introduced plasticizer is dioctyl azelate (DOZ). A plas-

ticizer content of at least 10% mass of the binder is neces-

sary to manufacture the material. The molecules of plasti-

cizer do not bind with the network or the fillers and are lo-

cated only in the sol fraction [28].

The materials are thermally cured for two weeks at 50 8C.

The levels of the factors for each of the 22 manufactured

materials are given in Table 1.

2.2 Differential Scanning Calorimetry (DSC)

The glass transition temperature Tg,DSC was determined by

Differential Scanning Calorimetry (DSC) with a Mettler

Toledo DSC 30 apparatus. One sample for each material

was submitted to two cycles of temperature, cooling from

20 8C to ¢120 8C at a cooling rate of ¢20 8Cmin¢1 and heat-

ing from ¢120 8C to 100 8C at a heating rate of 5 8Cmin¢1.

The measurement takes place in a nitrogen atmosphere

(40 mLmin¢1). The Tg,DSC values are the mean values of the

inflection points in the heating phase of both cycles.

2.3 Swelling Experiments

The swelling experiments follow the swelling to equilibrium

procedure described in details in Ref. [1] . To summarize,

three specimens for each material were tested. The initial

mass of the specimens is m0. The specimens were placed in

a toluene bath until swelling equilibrium was reached, usu-

ally four to five days. The solvent was evaporated until

a constant dry mass mdp was reached. Mass loss Msf after

extraction and drying indicates the mass of sol fraction in

the initial formulation: Msf=m0¢mdp. The sol fraction in

propellants is mainly constituted of polymer chains and

plasticizer molecules. In the sequel, we shall denote by

Msolpol and Vsolpol the mass and volume of polymer chains in

the sol fraction, and by Mplast and Vplast the mass and

volume of plasticizer molecules. Mplast corresponds to the

mass of plasticizers introduced during the manufacturing

of the material (Table 1). If some additives are extracted,

their mass is assumed to be insignificant. Msolpol is then de-

duced by Msolpol=Msf¢Mplast. The volume of the sol fraction,

Vsf, and of its components are determined using the density

of the polymer and the plasticizer, 1pol=910 kgm3 and

1plast=920 kgm3, respectively.

Finally, the fraction of sol polymer, Fsolpol, is determined

through:,

where the polymer volume fraction in the binder is as-

sumed to be Vpol=Vbinder¢Vplast.

Table 1. Materials manufactured after the DoE method. FBBA absence or presence is denoted by – and x, respectively.

Material Fillers [mass %] FBBA NCO/OH ratio Plasticizer [% mass binder] Sol fraction [% mass polymer] Tg,DSC [8C]

0 86 – 1.1 10 16.67 ¢76.2

1 90 – 0.8 30 90.00 ¢82.0

2 86 x 1.1 20 5.36 ¢78.5

3 90 x 0.8 20 57.50 ¢80.9

4 86 – 1.1 30 6.12 ¢80.9

5 90 x 1.1 30 7.14 ¢82.2

6 90 – 0.8 10 48.89 ¢77.3

7 86 x 0.8 10 42.06 ¢77.0

8 86 – 0.8 20 54.46 ¢81.4

9 86 x 0.8 30 60.20 ¢81.9

10 90 – 0.95 20 31.25 ¢77.8

11 88 – 1.1 20 16.67 ¢81.4

12 90 x 1.1 10 13.33 ¢75.5

13 88 x 0.95 30 19.05 ¢81.4

14 88 x 0.95 15 20.59 ¢78.7

15 88 – 0.88 25 38.89 ¢81.9

16 88 – 0.95 10 25.93 ¢77.1

17 90 x 0.8 10 52.22 ¢76.0

18 86 – 0.8 10 50.79 ¢76.5

19 86 x 1.1 10 8.73 ¢79.1

20 89 – 1.1 20 14.77 ¢77.9

21 89 – 0.8 10 51.52 ¢77.2
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2.4 Dynamic Mechanical Analysis

Prestrained Dynamic Mechanical Analysis experiments were

achieved with a Metravib Viscoanalyseur VA3000. Rectangu-

lar specimens of dimension 25Õ10Õ5 mm3 were placed in

the oven of the DMA apparatus. The temperature was

raised to 80 8C and maintained for 15 min to allow temper-

ature stabilization into the sample. The temperature then

linearly decreased from 80 8C to ¢100 8C at a rate of

¢2 8Cmin¢1. For each measurement at a given temperature,

a sinusoidal strain of amplitude ea was superimposed to

a prestrain e0. The total strain is

eðtÞ ¼ e0 þ ea sinð2pftÞ,

where ea=0.04%, and f=7.8 Hz. Two prestrain values were

tested, e0=0% and e0=2%. According to the previous

studies at room temperature [1, 2], these values correspond

to the linear and nonlinear domain, respectively. A new

sample was used for each prestrain value.

The norm of the complex modulus jjE* jj and the loss

factor tand are determined at each temperature and pre-

strain level. The evolution of the storage and loss moduli

with temperature did not provide any significant insight

compared to studies at room temperature. Consequently,

the study focuses on the analysis of the loss factor evolu-

tion with temperature, considering the influence of pre-

strain and propellant composition.

The curve of tand exhibits two peaks (Figure 1). An expo-

nentially modified Gaussian (EMG) distribution [Equation

(1)] is fitted on each peak, following the method suggested

by [14]. This function corresponds to a Gaussian distribu-

tion asymmetrically modified by an exponential. EMG func-

tions are commonly used to fit chromatographic peaks

[29,30].

where T is the temperature, Api is the area of the peak, TC is

the temperature at the maximum of the Gaussian part, w is

the half width at half height of the Gaussian part, k is the

modification factor (skewness) introduced by the exponen-

tial, and i=1,2 is the peak number (Figure 1). The optimi-

zation of the parameters of both EMGi(T) is done in two

steps using a least-square algorithm in MathematicaÒ . First,

data corresponding to the first peak at T<¢508 are select-

ed and the distribution EMG1(T) is fitted. Then, the obtained

values (h1, w1, t1, Tp1) are indicated as initial values for the

fitting of EMG1(T)+EMG2(T) on the curve for the whole

temperature range. Figure 1 shows an example of experi-

mental measurements, fitted two peaks and their sum, con-

stituting the model.

Since at elevated temperatures the loss factor spectrum

does not decrease to a plateau value, the data treatment

could require a baseline. In order to define a baseline, it

would have been necessary to measure the behavior of all

22 materials up to the temperature, at which the second

peak is complete for all of them. Because propellants are

energetic materials, this could not be achieved without a se-

rious breach of safety. As a consequence, we chose not to

determine a baseline but instead to identify the EMG2(T)

function of the second peak as it was measured. The ad-

vantage of the DoE is that, even though an error is made

systematically on the processing of the data, the compari-

son of the behavior of the materials is statistically valid. The

influence of the composition on the second peak of the

loss factor is determined with this method but neither

quantification nor activation energy will be suggested for

the phenomenon leading to the second peak of the loss

factor.

Two parameters are defined for each EMG peak, which

allows comparing the results obtained for all materials of

the DoE. These parameters are the temperature of the max-

imum Tpi and the area Api, of the peak EMGi, where i is the

peak number (Figure 1). They constitute the response of

the DoE. More precisely, for the second peak, the response

studied is Tp2¢Tg,DSC since the glass transition temperature

is considered an intrinsic temperature property for each

material. The glass transition temperature measured by

DSC experiments was chosen as the temperature reference.

As the first peak of the loss factor is commonly associated

with the glass transition [8], the response Tp1 is sometimes

used as a measure of Tg,DMA. For this reason, Tp1 is not modi-

fied but compared with Tg,DSC.

Finally, the same procedure is used on the experimental

measurements with prestrain e0=2% and the variation of

Tp2 and Ap2 according to prestrain is also treated as a re-

Figure 1. Example of loss factor measurements evaluation (materi-

al 1, e0=0%).
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sponse of the DoE (Figure 2). The variation of Tp1 was not

significant enough to be studied with this method. Finally,

the processing of the variation of Ap1 was deemed impossi-

ble since the results showed that Ap1 does not depend on

the factors of the DoE (see Results and Discussion Section

3.2).

2.5 DoE Analysis

Finally, as presented in detail in the literature [1,2], the DoE

method was applied to the six chosen responses of the

DoE, which are Tp1, Ap1, Tp2¢Tg,DSC, Ap2, Tp2(2%)¢Tp2(0%),

Ap2(2%)¢Ap2(0%) using the Design-ExpertÒ software [31].

A model with n coefficients can only be investigated

with a DoE consisting of at least n runs. According to the

number of factors chosen and the number of materials

manufactured, the possible models are: mean value, linear,

first order interactions, or quadratic. The unknown con-

stants of the model are obtained by optimization on the

experimental results. An analysis of variance determines the

model form best representing the results while taking into

account the least number of terms. A second analysis of

variance is performed on the chosen model form to elimi-

nate the terms corresponding to non-influential factors or

interactions (p value<0.05).

The final model represents the response according to

the factors of the DoE, herein variables of material compo-

sition. The good fit of the model was evaluated by the ad-

justed correlation coefficient R2
adjusted [32], which takes into

account the number of parameters in the model.

3 Results and Discussion

The values of the responses of the DoE for each material

are compiled in Table 2.

3.1 Glass Transition and Loss Factor of the First Peak

The adjusted correlation coefficients R2
adjusted of Tp1 and Ap1

are 0.88 and 0.26, respectively. It appears that the model

obtained for Ap1 is not statistically representative for the ex-

perimental values. Hence, this coefficient will not be ana-

Figure 2. Parameters showing the influence of prestrain on tand

second peak (material 1).

Table 2. Results of the evaluation of the loss factor curves for each material.

Material Tp1 [8C] Ap1 [8C] Tp2¢Tg,DSC [8C] Ap2 [8C] Tp2(2%)¢Tp2(0%) [8C] Ap2(2%)¢Ap2(0%) [8C]

0 ¢67.86 17.84 79.28 29.41 0.23 2.37

1 ¢74.51 20.76 92.12 90.86 15.41 ¢24.46

2 ¢70.80 18.53 85.54 31.09 4.24 2.83

3 ¢71.08 14.33 103.08 92.05 ¢26.18 ¢21.62

4 ¢73.88 14.80 83.72 37.63 11.87 ¢0.16

5 ¢71.63 18.30 78.93 38.65 12.30 ¢3.57

6 ¢69.49 18.66 96.69 57.95 16.28 ¢2.14

7 ¢69.96 18.81 101.90 64.93 7.49 ¢10.12

8 ¢71.85 21.91 94.76 86.55 8.20 ¢8.52

9 ¢75.44 21.37 90.61 87.98 20.80 3.57

10 ¢71.17 19.77 80.23 48.94 11.91 ¢9.48

11 ¢71.18 19.87 83.93 27.76 2.00 1.13

12 ¢66.71 16.46 84.62 32.83 18.02 ¢2.90

13 ¢73.90 19.20 90.63 48.84 9.88 ¢5.42

14 ¢71.52 17.53 92.43 39.64 15.41 ¢2.83

15 ¢71.56 20.19 93.83 62.09 1.57 ¢8.30

16 ¢68.19 19.39 86.56 33.52 7.10 1.67

17 ¢69.28 20.04 93.89 69.38 18.61 ¢11.43

18 ¢69.53 18.14 93.30 74.63 6.95 ¢7.73

19 ¢69.53 17.25 87.08 27.18 11.27 ¢0.51

20 ¢69.19 12.51 71.51 37.53 10.71 ¢7.67

21 ¢69.27 20.61 95.54 60.81 6.47 ¢2.47
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lyzed. This lack of correlation shows that the area of the

first peak is not the direct result of the chosen factors for

the composition of the material.

However, the adjusted correlation coefficient for Tp1 is

satisfying and the model states the influences of filler frac-

tion, NCO/OH ratio and plasticizer content on Tp1 (Figure 3).

The plasticizer content is the most significant controlling

factor.

The temperature Tp1 is related to the glass transition tem-

perature Tg,DSC [8], i.e. to the segmental mobility of the

polymer chains in the binder, and this observation is veri-

fied in this system (Figure 4).

Moreover, the influence of plasticizer content on Tp1 is

similar to the one obtained for Tg,DSC. A line is optimized by

a least-square minimization in MathematicaÒ . Its slope is 1,

however temperatures Tp1 are on average superior to the

corresponding Tg,DSC by 8.2 8C. This discrepancy is the result

of the mechanical character of the DMA measurement.

The DSC scan shows only one transition at the tempera-

ture identified as Tg,DSC. Taking into account the difference

in values due to the difference in measurement methods,

the glass transition of the complete material seems to cor-

respond to the temperature of the first peak of the loss

factor for all the materials. That observation challenges

Premise 1, as several studies on polymer systems showing

two glass transitions confirm this explanation with changes

in the heat capacity of the material at distinct temperatures

[10, 11].

3.2 Molecular Origin of the Loss Factor Second Peak

The adjusted correlation coefficients for Tp2¢Tg,DSC and Ap2

are 0.73 and 0.97, respectively. The filler fraction has no in-

fluence on Tp2¢Tg,DSC (Figure 5). The effect of the filler frac-

tion on Ap2 depends on FBBA presence and is extremely

small.

Premise 1 states that the loss factor second peak could

be the expression of the glass transition of a harder phase

in the microstructure. The ammonium perchlorate fillers in-

troduced in propellants are not active fillers. As a conse-

quence, their surface does not attract polymer chains by

absorption, as would carbon black or silica fillers. Only

when FBBA is added are the binder-filler chemical links pro-

moted and the presence of a hard layer is possible. In

some cases, the layer of more rigid polymer created by

FBBA around the fillers is assumed to constitute the hard

phase. Since the area of the peak does not significantly

evolve with the filler fraction or the presence of FBBA,

Premise 1 does not justify the results obtained here. The

Figure 3. Influence of filler fraction, NCO/OH ratio, and plasticizer

content on Tp1. Tp1 increases with filler fraction and NCO/OH ratio,

and decreases with an increase in plasticizer content.

Figure 4. Comparison of Tg measured by DSC and Tp1 measured

by DMA. A correlation is found between Tg,DSC and Tg,DMA.

Figure 5. Influence of filler fraction on Tp2¢Tg,DSC and Ap2. (NCO/

OH=0.95, plasticizer=20% mass of the binder). The filler fraction

has no influence on Tp2¢Tg,DSC , and its effect on Ap2. is extremely

small.
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limited influence of the filler fraction on the second peak of

the loss factor indicates that the studied phenomenon

takes place in the bulk of the binder rather than around

the fillers. Consequently, Premise 1 does not account for

the experimental results obtained for these solid propel-

lants.

The influence of FBBA on the results is linked to their in-

fluence on the microstructure. We previously showed that

FBBA molecules react with curing agents to form binder-

filler links [1] . This reaction deprives the network of neces-

sary curing agents and, hence, indirectly increases the

amount of sol polymer in the sol fraction. Further analysis

of the results will provide evidence of the role of this sol

fraction in the relaxation mechanism.

Let us further consider the possibility that Premise 2

would explain this behavior. The area Ap2 decreases with an

increase of the NCO/OH ratio and increases with the plasti-

cizer content (Figure 6).

A previous article [2] established that the sol polymer

quantity decreases when the NCO/OH ratio increases and

increases with plasticizer content as long as the NCO/OH

ratio is below the stoichiometric ratio. However, the influ-

ence of the plasticizer content on the sol polymer fraction

is not as significant as the influence of the NCO/OH ratio.

Figure 6 shows that the influences of the NCO/OH ratio

and the plasticizer content on Ap2 exhibit the same tenden-

cies as their influence on the sol polymer fraction. The

direct relationship between Ap2 and the sol polymer frac-

tion is further confirmed by Figure 7, where a clear correla-

tion is shown for all 22 materials independently of the

levels of filler fraction, NCO/OH ratio, and plasticizer con-

tent, and of the presence of FBBA.

Though Ap2 seems to be proportional to the sol polymer

quantity, this value also takes into account the contribution

of the polymer network because no baseline was defined.

It has been determined in a similar study on an unfilled ma-

terial that this contribution is less than one order of magni-

tude compared to the contribution of sol polymer chains

and hence can be neglected [23]. Although the polymer

system studied in [23] was different, we assume that the

contribution of the polymer network in solid propellants is

small enough to be neglected here.

Consequently, Ap2 is representative of the quantity of sol

polymer chains in the microstructure and Premise 2 proper-

ly explains the behavior of this system. The second peak of

the loss factor curve originates from a molecular relaxation

of the free polymer molecules in the polymer network.

Tp2¢Tg,DSC decreases as the NCO/OH ratio increases. The

plasticizer content has no influence on Tp2¢Tg,DSC (Figure 6).

Gel permeation chromatography measurements of the

polymer chains in the sol polymer fraction showed that the

molar masses of the sol polymer chains increase with an in-

crease of the sol polymer fraction. Since the molar masses

of the sol polymer chains were measured only for few ma-

terials of the design of experiments, the influences of the

NCO/OH ratio and of the plasticizer content on this quanti-

ty cannot be rigorously determined. However, the strong

increases in sol polymer fraction as well as in the molar

masses in this sol fraction with a decrease of the NCO/OH

ratio lead us to assume that Tp2¢Tg,DSC is governed by the

molar mass of the sol polymer chains (Figure 8).

Identically, Sidorovich et al. [17] showed for mixtures of

a polybutadiene network and rubbers of different molecu-

lar masses that the diminution of the molar masses of the

sol polymer chains results in a decrease of Tp2.

Figure 6. Influence of NCO/OH ratio and plasticizer content on

Tp2¢Tg,DSC and Ap2 (filler fraction=88% mass, FBBA present, plasti-

cizer in % mass of the binder). The area Ap2 decreases with an in-

crease of the NCO/OH ratio and increases with the plasticizer con-

tent. Tp2¢Tg,DSC decreases as the NCO/OH ratio increases. The plasti-

cizer content has no influence on Tp2¢Tg,DSC.

Figure 7. Correlation between Ap2 and sol polymer quantity. Sol

polymer fraction determined by swelling experiments [1,2] . A

direct relationship between Ap2 and the sol polymer fraction is

shown for all 22 materials independently of the levels of filler frac-

tion, NCO/OH ratio, and plasticizer content, and of the presence of

FBBA.
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As a conclusion, Premise 2 fully describes the obtained

results characterizing the second peak of the loss factor.

The relaxation mechanism leading to the second peak de-

pends on the molecular mobility of the sol polymer chains

in the network. It should be noted here that we differenti-

ate the molecular mobility, defined as the ability of the

molecule to move as a whole, from the segmental mobility,

defined at a lower scale as the ability of the segments to

move with respect to each other to allow the chain to

reach a new configuration. The restriction of the segmental

mobility corresponds to the glass transition, whereas the

restriction of molecular mobility corresponds to a change

in the second peak relaxation. The molecular mobility of

these chains corresponds to their ability to flow in the net-

work. More precisely, the second peak of the loss factor is

due to the flow of sol polymer chains in the network using

a reptation mechanism. The molar mass of the sol polymer

chains controls the temperature of the peak, i.e. the tem-

perature, at which the flow is activated, while the quantity

of sol polymer defines the area of the peak.

3.3 Influence of Deformation

The evolution of Tp2 and Ap2 with prestrain is measured and

processed in the framework of the DoE. The obtained

models for Tp2(2%)¢Tp2(0%) and Ap2(2%)¢Ap2(0%) present

adjusted correlation coefficients equal to 0.30 and 0.84 re-

spectively. Consequently, the analysis of Tp2 variation ac-

cording to prestrain is limited. This limitation results from

the addition of experimental and fitting errors in the mea-

surement and identification of Tp2(2%) and Tp2(0%). Only

the global trend, i.e. the sign of Tp2(2%)¢Tp2(0%), is dis-

cussed.

As the material is submitted to a prestrain, Tp2 increases

(Tp2(2%)¢Tp2(0%)>0) regardless of the level chosen for the

DoE factors and Ap2 decreases (Ap2(2%)¢Ap2(0%)<0) for

almost all of the materials (Figure 9 and Figure 10). In addi-

tion, Ap2(2%)¢Ap2(0%) decreases as the filler fraction in-

creases (Figure 9) and tends to zero as NCO/OH ratio in-

creases (Figure 10).

For a small part of the tested domain, the change in Ap2

is modeled as positive or close to 0 when the NCO/OH

ratio is higher than 1. Considering the mechanism estab-

lished in the first part of the discussion, the second peak

depends on the sol polymer fraction. The lack of influence

of the prestrain on Ap2 for a high NCO/OH ratio is the con-

sequence of the limited amount of sol polymer chains in

Figure 8. Correlation between Tp2 and sol polymer mean molar

mass for materials 0, 1, 4, 8, 11, 16, and 18. Mean molar masses de-

termined by gel permeation chromatography [1,2] . Tp2¢Tg,DSC is

governed by the molar mass of the sol polymer chains.

Figure 9. Influence of filler fraction on Tp2(2%)¢Tp2(0%) and

Ap2(2%)¢Ap2(0%), (NCO/OH=0.95, plasticizer=20% mass of the

binder). As the material is submitted to a prestrain, (Tp2 increases

Tp2(2%)¢Tp2(0%)>0) regardless of the level chosen for the DoE

factors and Ap2 decreases (Ap2(2%)¢Ap2(0%)<0) for almost all of

the materials. Ap2(2%)¢Ap2(0%) decreases as the filler fraction in-

creases.

Figure 10. Influence of NCO/OH ratio, plasticizer content, and

presence of FBBA, on Ap2(2%)¢Ap2(0%) (filler fraction=88% mass,

plasticizer in% mass of the binder). Ap2(2%)¢Ap2(0%) increases and

tends to zero as NCO/OH ratio increases.
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the material in the first place. As discussed in Section 3.2,

Ap2 decreases when NCO/OH ratio increases. Only a small

fraction of the polymer chains flow with a reptation mecha-

nism at 0% of prestrain. The influence of the prestrain is

then insignificant.

The influences of the filler fraction and the FBBA are the

direct result of strain amplification [1]. Because the propel-

lants exhibit a high filler fraction (between 86 and 90%

mass), the polymer network and sol polymer chains are

highly constrained between the fillers and strain amplifica-

tion effects are dominant.

Applying a prestrain causes part of the network reaching

its maximal extensibility. As the network is stretched, the

mesh size decreases and the flow of sol polymer chains

occurs in a constrained way. In conformity with the tube

model, if the mesh size diminishes, the reptation time is

longer and the activation temperature higher. Tp2 measures

a mean temperature of activation for a relaxation phenom-

enon that occurs over a wide range of temperatures de-

pending on the distribution of molar masses in the sol

polymer fraction. The increase of Tp2 with prestrain directly

results from the deformation of the network.

The decrease in Ap2 with an increasing prestrain means

that the quantity of polymer chains able to flow into the

network decreases.

When the NCO/OH ratio is sufficiently lower than the sto-

ichiometric conditions, the effect of prestrain on Ap2 is sig-

nificant. As the prestrain is applied, a high quantity of sol

polymer chains is constrained into the network and/or be-

tween the fillers. The molecular mobility of the sol polymer

chains is then significantly restricted. As a consequence,

the quantity of sol polymer chains that flow decreases.

As the plasticizer content increases, Ap2(2%)¢Ap2(0%) in-

creases when FBBA are introduced and decreases when no

FBBA are added (Figure 11). The strong interaction between

plasticizer content and the FBBA-filler system has been ana-

lyzed previously [2] and will not be discussed further here.

The results are severely biased by this interaction. On one

hand, the role of plasticizer is to decrease intermolecular

frictions and, as such, to promote molecular mobility. The

observed increase of Ap2(2%)¢Ap2(0%) with plasticizer con-

tent could be the result of the actual plasticizing of the mi-

crostructure which would prevent the sol polymer chains

to be blocked into the network. On the other hand, the

large decrease of Ap2(2%)¢Ap2(0%) with plasticizer content

when no FBBA are added is still an open question. One

possible explanation is that the movements of the network

around the fillers constitute the main dissipating mecha-

nism preventing the thermal activation of the reptation of

the sol polymer chains.

4 Conclusions

This study focuses on the influence of temperature on the

loss factor of HTPB-based solid propellants according to

their composition. The implemented design of experiments

determines the influence of the filler fraction, of the NCO/

OH ratio, of the plasticizer content, and of the presence or

absence of FBBA. The loss factor is measured by Dynamic

Mechanical Analysis and exhibits two peaks in distinct tem-

perature ranges. The two peaks are identified using expo-

nentially modified Gaussian distributions.

The first peak of the loss factor corresponds to the

rubber-glass transition of the material. The rubber-glass

transition is defined by the modification of the segmental

mobility of the polymer chains. This work shows that the

second peak of the loss factor is associated to the molecu-

lar mobility of the sol polymer chains, i.e. the polymer

chains extractable by swelling and as such not linked to

the network. More precisely, the second peak corresponds

to the flow of these sol polymer chains in the polymer net-

work. The sol polymer fraction controls the area of the

peak and the molar masses of the sol polymer chains con-

trol the activation temperature of the relaxation. Once the

relaxation is thermally activated, the sol polymer chains

flow in the network with a reptation mechanism. Finally,

when a prestrain is applied to the propellant, a decrease in

area and an increase in the activation temperature show

that the reptation of the sol polymer chains is constrained

by the network.
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